
Thickness No. of Piles Bundle Size Panel Size
1/4" 3 (Fuma Core) 60
1/2" 5 75
5/8" 7 (Poplar/Fuma) 60
3/4" 7 50

1" 9 30

48 1/2 x 96 1/2"
& 

48" x 96"

 CPI’s VENEER CORE 
HARDWOOD PLYWOOD

With our Veneer Core Hardwood Plywood, there are no limits. Our high-quality products are perfect for 
building kitchen cabinets, furniture for the house, doors, stairs, decks, ship interiors, or anything else that 
comes to your mind. 
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Species RC FS QC RIFT
Birch 

Cherry 
Kno�©y Pine 

Khaya 
Maple  

Clear Pine 
White Oak 
White Ash 
Basswood 

Red Oak  
Sapele   

Black Walnut  
Hickory   

  American Standard for Hardwood Decorative Plywood  ANSI-HPVA HP-1-2009

  CARB Phase 2; 0.05 ppm Veneed Core (Domestic) - UF  Adhesive Certified

  LEED v4 Accepted - Canada and U.S. Green Building Council

STANDARDS


